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	COOMET CRM 0001-1999-BG
	CRM for composition of light alluvial delluvial meadow soil PS-1 SOD 310a-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia
	Poland

Russia

Slovakia

Ukraine
	143/BG/96

	COOMET CRM 0002-1999-BG
	CRM for composition of light brown meadow soil PS-2  SOD 311a-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia
	Poland

Russia

Slovakia

Ukraine
	143/BG/96

	COOMET CRM 0003-1999-BG
	CRM for composition of light alluvial deluvial meadow soil PS-3  SOD 312a-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia
	Poland

Russia

Slovakia

Ukraine
	143/BG/96

	COOMET CRM 0004-1999-RU
	CRM for composition of SOVE-1 vodka produced of  "Extra" alcohol CRM 7482-98
	Minutes №5 October 1998
	Russia
	Belarus

Bulgaria

Poland
	Belarus

Bulgaria

Poland

Slovakia

Ukraine
	135/RU/96

	COOMET CRM 0005-1999-RU
	CRM for composition of SOVL-1 vodka produced of "De Luxe" alcohol CRM 7481-98
	Minutes №5 October 1998
	Russia
	Belarus

Bulgaria

Poland
	Belarus

Bulgaria

Poland

Slovakia

Ukraine
	135/RU/96

	COOMET CRM 0006-1999-BG
	CRM for composition of gold pyritic ore Zidarovo-ZPrZ  SOD 325-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia

Slovakia
	Belarus

Poland

Russia

Slovakia
	142/BG/96

	COOMET CRM 0007-1999-BG
	CRM for composition of polymetallic gold ore Zidarovo- PMZrZ   SOD 326-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia

Slovakia
	Belarus

Poland

Russia

Slovakia
	142/BG/96

	COOMET CRM 0008-1999-BG
	CRM for composition of copper-pyritic gold-bearing ore Zidarovo-MPr3     SOD 327-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia

Slovakia
	Belarus

Poland

Russia

Slovakia
	142/BG/96

	COOMET CRM 0009-1999-BG
	CRM for composition of polymetallic gravitation concentrate GkZ  SOD 328-98
	Minutes №5 October 1998
	Bulgaria
	Poland

Russia

Slovakia
	Belarus

Poland

Russia

Slovakia
	144/BG/96

	COOMET CRM 0010-2000-RU
	CRM for composition of ethyl  alcohol (SOES set)  CRM 7818-2000
	Minutes №6 October 1999
	Russia
	Belarus

Bulgaria

Lithuania

Poland
	Belarus

Bulgaria

Kazakhstan

Lithuania

Poland
	194/RU/99

	COOMET CRM 0011-2000-RU
	CRM for composition of ethyl synthetic alcohol (SOSS set) CRM 7819-2000
	Minutes №6 October 1999
	Russia
	Belarus

Bulgaria

Lithuania

Poland
	Belarus

Bulgaria

Kazakhstan

Lithuania

Poland
	194/RU/99

	COOMET CRM 0012-2001-BY
	CRM of 137Cs and 40K specific activity in dry milk  CRM BY 256-02
	Minutes №7 October 2001
	Belarus
	Bulgaria

Russia
	Bulgaria

Germany

Kazakhstan

Lithuania

Moldova

Russia
	187/BY/99

	COOMET CRM 0013-2001-BG
	CRM for composition of fireclay OgG  SOD 52a-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	195/BG/99

	COOMET CRM 0014-2001-BG
	CRM for composition of kaolin - S1 SOD 12b-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	195/BG/99

	COOMET CRM 0015-2001-BG
	CRM for composition of kaolin - B2 SOD 13b-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	195/BG/99

	COOMET CRM 0016-2001-BG
	CRM for composition of kaolin - K2 SOD 14b-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	195/BG/99

	COOMET CRM 0017-2001-BG
	CRM for composition of dolomite - DM SOD 35b-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	196/BG/99

	COOMET CRM 0018-2001-BG
	CRM for composition of monzonite - MV  SOD 89a-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	196/BG/99

	COOMET CRM 0019-2001-BG
	CRM for composition of gabbro - GB  SOD 89a-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	196/BG/99

	COOMET CRM 0020-2001-BG
	CRM for composition of copper ore in volcanic formation  - MrCH  SOD 260a-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	197/BG/99

	COOMET CRM 0021-2001-BG
	CRM for composition of Pb-Zn sulfide ore - OCrO  SOD  161b-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	197/BG/99

	COOMET CRM 0022-2001-BG
	CRM for composition of disseminated copper ore - MrA  SOD 53b-01
	Minutes №7 October 2001
	Bulgaria
	Belarus
	Belarus

Germany

Kazakhstan

Lithuania

Moldova

Russia
	197/BG/99

	COOMET CRM 0023-2004-BY
	CRM for specific activity of radionuclides cesium-137, potassium-40, strontium-90 in rape (Rape1) CRM BY 972-03
	Minutes №9 June 2004
	Belarus
	Bulgaria

Germany

Kazakhstan

Moldova

Russia

Slovakia Ukraine
	Kazakhstan

Moldova

Russia

Ukraine
	236/BY/01

	COOMET CRM 0024-2004-BY
	CRM for specific activity of radionuclides cesium-137, potassium-40 strontium-90 in rape (Rape-2)  CRM BY 973-03
	Minutes №9 June 2004
	Belarus
	Bulgaria

Germany

Kazakhstan

Moldova

Russia

Slovakia Ukraine
	Kazakhstan

Moldova

Russia

Ukraine
	236/BY/01

	COOMET CRM 0025-2004-RU
	CRM for composition of copper M1 (MG-1) CRM 7973-2001
	Minutes №9 June 2004
	Russia
	Germany
	Belarus

Kazakhstan

Kyrgyzia

Moldova

Ukraine
	241/RU/01

	COOMET CRM 0026-2004-UA
	CRM for composition of carbon steel, type 45 (U 21) CRM 083.7-02
	Minutes №9 June 2004
	Ukraine
	Belarus

Russia
	Belarus

Kazakhstan

Moldova

Russia
	253/UA/02

	COOMET CRM 0027-2004-UA
	CRM for composition of carbon steel, type 35 (U20) CRM 083.02
	Minutes №9 June 2004
	Ukraine
	Belarus

Russa
	Belarus

Kazakhstan

Moldova

Russia
	253/UA/02

	COOMET CRM 0028-2004-UA
	CRM for composition of alloyed steel, type 35GS (S58) CRM 083.9-02
	Minutes №9 June 2004
	Ukraine
	Belarus

Russia
	Belarus

Kazakhstan

Moldova

Russia
	253/UA/02

	COOMET CRM 0029-2004-RU
	CRM for composition of carbon steel, type 45(U21) CRM 7987-2002 
	Minutes №9 June 2004
	Russia
	Belarus

Russia

Ukraine
	Belarus

Kazakhstan

Moldova

Russia
	253/UA/02

	COOMET CRM 0030-2004-RU
	CRM for composition of carbon steel, type 35 (U 20) CRM 7988-2002
	Minutes №9 June 2004
	Russia
	Belarus

Russia

Ukraine
	Belarus

Kazakhstan

Moldova

Russia
	253/UA/02

	COOMET CRM 0031-2004-RU
	CRM for composition of alloyed steel, type 35GS (S58) CRM 7986-2002
	Minutes №9 June 2004
	Russia
	Belarus

Russia

Ukraine
	Belarus

Kazakhstan

Moldova

Russia
	253/UA/02

	COOMET CRM 0032-2004-RU
	CRM for composition of carbon and alloyed steels, types 08kp, 18UA, S375T, 38H2MUA,  60S2, 20HN4FA, 4H3VMF, 27HN2MFL

 ( CRM set RG24-RG31) CRM 8193-2002 
	Minutes №9 June 2004
	Russia
	Belarus

Bulgaria

Ukraine
	Belarus

Kazakhstan

Kyrgyzia

Moldova

Ukraine
	242/RU/01

	COOMET CRM 0033-2004-RU
	CRM for composition of carbon and alloyed steels, types 13H, 60S2, 05kp, 11HF, 60S2G, 12H1MF, 25H1MF, 30HN2MFA, 12MH, V2F (CRM set UG0-UG9) CRM 4165-91P, 2489-91P/2497-91
	Minutes №9 June 2004
	Russia
	Belarus

Bulgaria

Ukraine
	Belarus

Kazakhstan

Kyrgyzia

Moldova

Ukraine
	243/RU/01

	COOMET CRM 0034-2004-RU
	CRM for composition of alloyed steels, types 12H18N9T, 12H18N10T, 17H18N9, 12H18N12T (CRM set LG32-LG36) CRM 4506-92P/4510-92P
	Minutes №9 June
	Russia
	Belarus

Bulgaria

Ukraine
	Belarus

Kazakhstan

Kyrgyzia

Moldova

Ukraine
	244/RU/01


